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KUNSHAN FORMULA COATING TECHNOLOGY CO.,LTD .

NO.806,SHENGGUANG ROAD IN SHI PAI,BACHENG TOWN,KUNSHAN CITY,JIANGSU PROVINCE 

215000, CHINA.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : RELEASE PAPER .

SGS Job No. : SP11-004381 - SH .

Composition : . Paper & Silicone.

Model No. :. 60g Release Paper .

Sample May Cover : . 40g Release Paper80g Release Paper,90g Release Paper,100g Release 

Paper,120g Release Paper,1400g Release Paper .

Date of Sample Received : . 25 Feb 2011.

Testing Period : . 25 Feb 2011 - 01 Mar 2011 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

..

Signed for and on behalf of 

SGS-CSTC Ltd. .

Approved Signatory .

Wu Xi, Cissy.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

1. Beige paper.SHA11-019955.001

Extractable Formaldehyde.

Test Requested : . To determine the Extractable Formaldehyde content of the submitted sample. .

Test Method : .With reference to EN 645:1993, analysis was performed by UV-Vis. .

MDLTest Item(s). Unit. 001.

Formaldehyde. mg/kg. 5 ND

Sample photo: .

SHAEC1101995501

SHA11-019955.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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